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TEST REPORT

APPLICANT : KOINTEC INC. REPORT NO. 1 H232-17-07700
RECEIVED DATE : 2017-04-27

ITEM : FILM ISSUED DATE  : 2017-05-17

CLASSIFICATION : WALLPAPERS PAGE NO. i3

DESCRIPTION ! INTERIOR FILM

TEST ITEM | #1)
RELEASED FORMALDEHYDE CONTENT(*) | PASS
PHTHALTES CONTENT(*) PASS

(*) CRITERION : KATS BULLETIN NO.2017-0033 SUPPLIER CONFORMITY CONFIRMATION REGULATORY
REQUIREMENT ANNEX 43 "WALLPAPERS AND FLOOR COVERINGS ON A BASE OF PAPER"

PREPARED AND CHECKED BY AUTHORIZED BY
FOR FITI FOR FITI
foy sovs ek ol St feim
' f 4
SUNG-SIK, KIM / YOUNG-CHAN KIM
QUALITY MANAGER EXECUTIVE DIRECTOR

X Report Verification No.: EKV2-8AC6-3JQ3 X
(You can see the authenticity of your test report through the above "Report Verification No." at FITI homepage.)

The test results contained in this report are limited to results on the sam ple(s) that is provided by client and are not necessarily indicative or representative
of the qualities of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification

of sample by the FITI quality certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless
aliowed under a separate agreement set forth in an official document that is established between the client identified on this letter and the FITL.

d
This test report is irrelevant to KOLAS accreditation.
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01. RELEASED FORMALDEHYDE CONTENT ( KATS BULLETIN NO.2017-0033 SUPPLIER CONFORMITY
CONFIRMATION REGULATORY REQUIREMENT ANNEX 43 ) : mg/L

#1 REQUIREMENT
LESS THAN 0.1 i MAX.2

NOTE) DETECTION LIMIT = 0.1 mg/L
EXCEPT RELEASE PAPER

02. PHTHALTES CONTENT ( KATS BULLETIN NO.2017-0033 SUPPLIER CONFORMITY CONFIRMATION
REGULATORY REQUIREMENT ANNEX 43 ) : %

#1 . REQUIREMENT
DEHP LESS THAN 0.01 1 MAX.0.1
DBP LESS THAN 0.01
BBP LESS THAN 0.01

NOTE) DETECTION LIMIT = 0.01 %
DEHP = DI(2-ETHYLHEXYL)-PHTHALATE
DBP = DIBUTYLPHTHALATE
BBP = BENZYLBUTYLPHTHALATE
EXCEPT RELEASE PAPER

** End of The Report **

The test results contained in this report are limited to results on the sample(s) that is provided by client and are not necessarily indicative or representative
of the qualities of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification

of sample by the FITI quality certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless
allowed under a separate agreement set forth in an official document that is established between the dlient identified on this letter and the FITI.

This test report is irrelevant to KOLAS accreditation.




